lM) Zheliang LEAD Product Technic Co.,Ltd 1609153

TEST REPORT

Report No  21200500293-MTRE
Applicant SHANGHAI LILY BEARING MANUFACTURING CO.,LTD.

Commodity See the list "Sample & Test Result” below
Sample received st 2005-04-01

Sample & Test Results

Sample No Mame Item Data Unit Method
200503124 SUJ2/GCr15 Lead <100 ppm EPA 3052({ICP)
200503124 SUJ2IGCr15 Cadmium <20 ppm EPA 3052(ICP)
200503124 SUJ2IGCr15 Mercury =20 pprm EPA 3052(ICP)
200503124 SUJ2IGCri15 Chromium (V>  <2.0 ppm EPA T196A+3060A
200503125 Stainless Steel 304 Lead =100 ppm EPA 3052(ICP)
200503125 Stainless Steel 304 Cadmium =20 ppm EPA 3052(ICP)
200503125 Stainless Steel 304 Mercury =20 ppm EPA 3052(ICP)
200503125 Stainless Steel 304 Chromium (V])  <2.0 ppm EPA T196A+3060A

End of the list

N.B. 1. The report 15 resposrsible only for the saniple sbove mentioned.
2 In case of divergenee, the chinese text shall be regandod as authentic.

3. The report shall not be reproduced except in full, without written approval of the laboratory.
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